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M. Jourdan, M. Huth, and H. Adrian  
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218. AC Field Dependence of the Susceptibility of Bi2Sr2CaCu2O8 Thin Films at Low DC 
Fields  
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217. Vortex Dynamics in Bi2Sr2CaCu2O8 Thin Films in the Presence of Columnar Defects 
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J. Low Temp. Physics 105, 1153-1158 (1996) 
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216. Scattering Phase Shifts in Ni and Zn Doped YBa2Cu3O7   
T. Kluge, G. Jakob, M. Speckmann, C. Tomé-Rosa, and H. Adrian  
J. Low Temp. Physics 105, 1415-1420 (1996) 
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215. Growth Characteristics of Sputter Deposited UPt3 Thin Films  
M. Huth, S. Reber, C. Heske, P. Schicketanz, J. Hessert, P. Gegenwart, and H. Adrian  
J. Physics, Condensed Matter 8, 8777-8786 (1996) 
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J. Physique IV 6 (C3), 321-325 (1996) 
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213. Transport Properties of Bi2Sr2Ca2Cu3O10 Bicrystal Grain Boundary Junctions  
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211. The Josephson-Effect in YBa2Cu3O7/PrBa2Cu3O7 Superlattices  
A. Schattke, G. Jakob, J.C. Martinez, and H. Adrian  
3rd Workshop on Digital Applications, Josephson Junctions and 3-Terminal Devices, Twente, 
Netherlands (1996) p. 48-52 
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210. Bi2Sr2Ca2Cu3O10 Based Bicrystal Grain Boundary Josephson Junctions and SQUIDs 
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202. Dissipation Processes in Transport-Current-Carrying Epitaxial Bi2Sr2Ca2Cu3O10 and  

Bi2Sr2Can-1CunO2n+4+δδ Thin Films  
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Proceedings of the European Conference on Applied Superconductivity EUCAS 1995, 
Edinburgh, Scotland; D. Dew-Hughes (ed.), Vol. 2, 231-234 (1995) 
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201. Study of High Temperature Superconducting Thin Films in Magnetic Fields up to 50 
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1995 
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190. Fabrication of Biepitaxial YBCO Josephson Junctions on Different Substrates  
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189. Anisotropic Transport Properties of UPd2Al3 Thin Films  
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M. Huth, J. Hessert, M. Jourdan, and H. Adrian  
Physica B 206&207, 615 (1995) 
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187. Quasiparticle Tunneling in YBa2Cu3O7/Insulator/ YBa2Cu3O7 Ramp-Type Junctions 
Prepared by Laser Ablation  
Th. Becherer, M. Kunz, C. Stölzel, and H. Adrian  
in Proceedings of the 7th Intern. Symposium on Weak Superconductivity, editors S. Benacka, 
P. Seidel, and V. Strbik; Smolenice, Slovakia (1994) p. 91 
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186. Thermally Activated Dissipation in Epitaxial Bi2Sr2CaCu2O8 Films - Evidence for the 
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BiSCCO Thin Films  
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175. Comparative Study of the Magnetoresistivity of YBa2Cu3O7 and Bi2Sr2CaCu2O8 Epitaxial 
Thin Films in the Fluctuation Regime  
F. Gollnik, H.-C. Ri, A. Beck, R. Gross, P. Wagner, and H. Adrian  
Physica C 235-240, 1933 (1994) 
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173. External Modification of Twinning in YBCO Thin Films on Different Substrates  
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171. Nernst, Seebeck, and Hall Effect in the Mixed State of YBa2Cu3O7 and Bi2Sr2CaCu2O8 
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Phys. Rev. B 50, 3312 (1994) 
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Proceedings of the 7th
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 Intern. Workshop on Critical Currents, Alpbach, Austria (1994) p. 371 
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Göttingen (1993), H.C. Freyhardt (ed.), Vol. 1, 53 (1993) 

1993 



 14 

144. Bi2Sr2CaCu2O8 Bicrystal Grain Boundary Josephson Junctions  
B. Mayer, L. Alff, T. Träuble, R. Gross, P. Wagner, and H. Adrian  
Proceedings of the European Conference on Applied Superconductivity EUCAS 1993, 
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