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Characterization of nanoscale electronic structure in nonpolar GaN
using scanning capacitance microscopy
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Scanning capacitance microscopy is used to characterize nanoscale, local electronic structure in
nonpolar n-type GaN grown in the a-plane orientation using lateral epitaxial overgrowth (LEO).
Analysis of the bias dependence of the scanning capacitance image contrast observed reveals the

presence of a linear, positively charged feature aligned along the [1100] direction, extending from
an LEO window region into the adjacent wing region and terminating a few microns into the wing
region. Comparison of the scanning capacitance images with cathodoluminescence and transmission

electron microscopy data, revealing the presence of line defects aligned along the [1100] direction
that emerge from the window regions, indicates that this positively charged feature likely
corresponds to a partial dislocation at the edge of a stacking fault. The observation of positive
dislocation charge is striking in that studies of GaN grown in the polar c-plane orientation have
predominantly revealed the presence only of negatively charged or electrically neutral dislocations.
© 2008 American Institute of Physics. [DOI: 10.1063/1.2828161]

I. INTRODUCTION

Group IlI-nitride semiconductor materials and devices
have emerged as outstanding candidates for a broad range of
device applications, with particular success thus far in blue
and ultraviolet light-emitting diodes' and laser diodes.” The
spontaneous and piezoelectric polarization fields present in
nitride heterostructures,’ while typically being
advantageous‘"5 in electronic devices such as nitride-based
field effect transistors, can detract from the performance of
light emitters based on nitride quantum-well structures due
to the built-in electric field created within the quantum well
by the polarization-induced charges at the heterojunction in-
terfaces. Specifically, the built-in electric field leads to re-
duced electron-hole wave function overlap, and hence lower
radiative recombination efficiency within the quantum well,®
and in addition shifts light emission to longer wavelengths
relative to polarization-free heterostructures.”®

One possible method to address this issue entails the
growth of nitride semiconductor heterostructure thin films in

the so-called nonpolar orientations, e.g., on the (1010) or

(1120) plane, referred to as the m plane and a plane, respec-
tively, of the wurtzite crystal structure, rather than on the
(0001) ¢ plane as is most typically done. Indeed, growth and
luminescence studies have shown that In,Ga,;_,N/GaN
quantum-well structures are free of such polarization-
induced internal electric fields when grown in the m-plane9
or cz-planelo’11 orientation. However, the continuing need to
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perform growth of nitride semiconductors on lattice-
mismatched substrates such as sapphire or SiC leads to the
presence of high densities of threading dislocations and other
linear or planar defects, many of which can exhibit promi-
nent electrical activity.lz_]7 Because the densities and types
of such defects, as well as their electrical behavior, can be
highly dependent on growth conditions and technique, char-
acterization of the electronic properties of defects in nonpo-
lar nitride films is likely to be essential to their successful
application in devices.

We have used atomic force microscopy (AFM) and scan-
ning capacitance microscopy (SCM) to perform detailed
studies of the electronic properties, specifically local, nanos-
cale charge distributions, in n-type GaN grown in the a-plane
orientation with lateral epitaxial overgrowth (LEO) em-
ployed to reduce overall dislocation density. AFM and SCM
imagings reveal the presence of a linear feature aligned along

the [1100] direction, exhibiting bias-dependent SCM con-
trast arising from an elevated local concentration of positive
charge. Based on comparison of our SCM data and other
experiments done on similar a-plane GaN, we hypothesize
that this positive charge is possibly due to the presence of a
series of dislocations, a single dislocation, or a partial dislo-

cation at the edge of a stacking fault aligned along the [1100]
direction near the sample surface. Defects of the same line
direction have been observed using transmission electron mi-
croscopy (TEM) and cathodoluminescence (CL) in LEO and
non-LEO a-plane GaN (Refs. 18 and 24) and concluded to
be the termination of basal plane stacking faults, suggesting
a similar structural origin for the feature we observe. The
observation of positive line defect charge is in contrast to the
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electrical behavior of dislocations observed in c-plane GaN
thin films, in which threading dislocations propagating along
the [0001] direction are typically either neutral or negatively
charge:d.14’17’19

Il. EXPERIMENT

The samples characterized in these studies were grown
by hydride vapor phase epitaxy (HVPE), with LEO em-
ployed to improve surface morphology and reduce defect
density.20 A 120 nm thick SiO, layer was deposited on an
r-plane sapphire substrate, then patterned with an array of
stripe openings 5 um in thickness with a 20 um period. The
stripes were aligned along the [1101] direction, approxi-
mately 45° between the ¢ and m axes, which correspond to

the [0001] and [1100] directions, respectively. A 105 um
thick GaN film was then grown through the windows in the
mask layer. The sapphire substrate was removed through an
in situ spontaneous film separation process. The resulting
free-standing GaN film was unintentionally doped, resulting
in n-type conductivity with a carrier concentration in the
high 10'7 cm™ range.

For fabrication of ohmic contacts, samples were first
rinsed and sonicated for 1 min in trichloroethylene, followed
by rinsing and sonication in methanol, acetone, and isopro-
panol, and then cleaning in an oxygen plasma for 5 min.
Ohmic contacts were then formed using 330 A Ti/770 A
A1/330 A Ti/880 A Au metallization deposited by electron-
beam evaporation and annealed at 400 °C for 5 min and then
650 °C for 3 min in a H,/N, forming gas ambient. Prior to
scanning probe characterization, samples were again cleaned
using the procedure described above. AFM and SCM data
were obtained using a Digital Instruments (Veeco) Nano-
scope Illa Dimension 3100 microscope with Pt/Ir-coated
probe tips with a nominal radius of 25 nm at the tip apex.
For the SCM measurements, a bias voltage consisting of a dc
component with a small (~2 V) ac modulation, typically at a
frequency of 20—95 kHz, was applied to the sample with the
probe tip grounded. As discussed in detail elsewhere,”' ™ the
SCM signal detection mechanism yields a voltage signal that
is proportional, in our measurements, to dC/dV, where C is
the tip-sample capacitance and V is the dc component of the
applied bias voltage. Typical ambient conditions for these
measurements were ~20 °C and ~50% relative humidity.
Figure 1 shows a schematic diagram of the sample and probe
tip geometry employed in these measurements.

lll. RESULTS

Figure 2(a) shows a montage of AFM topographs of the
sample near the border between a window region (the upper
left portion of the montage) and an adjacent wing region
(lower right). The crystal axis directions shown in the figure
were determined by analysis of several large, distinctive py-
ramidal depressions observable in large-area surface topo-

graphs (not shown), whose facets are formed by (0112),

(1012), (0111), and (1011) crystal planes.** By determining
the angle formed between each facet and the sample surface,
each facet plane could be identified and the crystal axis di-
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FIG. 1. Schematic diagram of sample structure, scanning probe measure-
ment geometry, and voltage biasing arrangement.

rections determined. For ease of interpretation in terms of the
analogous behavior of a conventional metal-insulator-
semiconductor structure, for which it is typical to specify the
voltage applied to the metal contact relative to the semicon-
ductor, we at this point adopt the convention of specifying
the potential of the probe tip relative to the sample in discus-
sion and analysis of the SCM image data. Figures 2(b)-2(f)
show the SCM images of the area, or portions thereof, cor-
responding to the topographic image in Fig. 2(a), obtained at
dc bias voltages of +4 to —4 V applied to the tip relative to
the grounded sample.

At a tip dc bias voltage V,=+4 V, we expect that an
electron accumulation layer is formed at the surface so that
any subsurface electronic structure is not imaged, as is evi-
dent from the absence of contrast in Fig. 2(b). As Vy, is
decreased, the electron accumulation layer is gradually de-
pleted and the tip-sample capacitance decreases. The result-
ing increase in dC/dVy, increases the SCM signal level and

FIG. 2. (a) AFM topograph and [(b)—(f)] SCM images obtained at tip dc bias
voltages of +4, +2, 0, =2 V, and —4 V. Dashed lines indicate areas in the
topographic montage of (a) for which SCM data are not shown.
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enables inhomogeneities in charge distribution within the
surface depletion layer to be imaged. For Vi,=+2 V, we see
in Fig. 2(c) that a linear region with decreased SCM signal,
corresponding to a smaller value of dC/dVy, relative to the
surrounding areas, becomes visible. This feature is more
prominent in Fig. 2(d), obtained at a bias voltage V;;,=0 V.
We also see in Fig. 2(d) that the region of decreased SCM
signal either terminates or moves to a depth greater than that
which the SCM measurement is capable of probing, toward
the lower right portion of the image area. Based on the ob-
servation by electron microscopy that defects in these
samples typically terminate after propagating a short distance
into the wing region on a free surface such as a coalescence
front or a pit sidewall, and the relatively uniform contrast
observed by SCM along the length of the feature prior to its
disappearance, we believe that termination of the feature is
more likely than propagation to an increased depth to be
responsible for its disappearance from the SCM image. Fig-
ure 2(e) shows the SCM image obtained with V,;,==2 V, at
which the region of decreased SCM signal is still evident,
but less prominent than for V,;,;=0 V. Finally, we see in Fig.
2(f) that for Vy;,=—4 V, the SCM image contrast is inverted,
i.e., the region that exhibited a lower SCM signal level at
more positive values of Vj;, yields a higher SCM signal at
Vip=—4 V.

The presence of SCM image contrast only for Vy,<
+2 V, combined with the smooth evolution and inversion of
contrast as Vﬁp is decreased, indicates that the features ob-
served correspond to actual electronic structure within the
sample rather than being topographically induced artifacts.
The AFM topograph shown in Fig. 2(a) does contain an area
that is alternately depressed (upper-left portion of the image)
and elevated (lower-right portion of the image) topographi-
cally compared to the surrounding region and that corre-
sponds in location to the electronic feature imaged by SCM,
suggesting a structural origin to the electronic feature.

IV. DISCUSSION

The electrical properties giving rise to the SCM contrast
observed in Fig. 2 can be determined by an analysis of the
bias dependence of the SCM signal. Using the simple model
of the tip-sample interface as a conventional, one-
dimensional metal-insulator-semiconductor structure, we can
compute the capacitance per unit area C as a function of tip
voltage in the accumulation and depletion regimes and dif-
ferentiate to obtain dC /dVﬁp.25 The presence of trapped
charge in such a structure, and its effect on C and dC/dV,
can then be analyzed in the usual manner to determine the
origin of the observed SCM contrast in terms of electrical
charge present along the dislocation line. In the actual SCM
experiment, the maxima in dC/dVy;, will be shifted in volt-
age and the width of the associated peak will be increased
compared to their calculated values due to the effects of fi-
nite tip size on carrier modulation within the sample26 and
the possible presence of surface or interface charges between
the probe tip and sample.

Figure 3 shows capacitance per unit area and dC/dVy,
for an n-GaN metal-insulator-semiconductor structure, com-
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FIG. 3. (a) Capacitance per unit area C and (b) dC/dVy, computed using a

one-dimensional model for the metal tip, an electrically insulating layer
between the tip and sample surface, and n-type GaN (solid lines), and the
same structure with a positive sheet charge present immediately below the
GaN surface (dashed lines).

puted in our model as a function of bias voltage applied to
the metal, assuming a dopant concentration of 35
X 10" ¢cm™, an ideal metal-semiconductor barrier height of
0.8 eV, and the presence of an insulating layer separating the
tip and GaN surface 5 nm in thickness with dielectric con-
stant 3.9g,. Also shown are capacitance and dC/dVy, for the
same structure in the presence of an additional, positive
charge density AQ=4 X 10'? electron cm™ just below the
GaN surface, which shifts the voltage at which accumulation
occurs by an amount AV~-AQ/C;, where C; is the capaci-
tance per unit area of the insulating layer. This model is not,
due to its extreme simplicity, expected to provide a quantita-
tive description of the contrast observed in the SCM images
shown in Fig. 2. It is, however, adequate to explain qualita-
tively the bias-dependent contrast observed in terms of addi-
tional charge density associated with the near-surface line
defect present in the images.

Specifically, we see from Fig. 3(b) that a spatially local-
ized shift in dC/dVﬁp, i.e., the SCM signal level, induced by
the presence of additional positive charge near the GaN
sample surface, is expected to leave SCM signal contrast at
large positive voltages unaffected, while yielding a depressed
SCM signal level near the localized positive charge at lower
voltages, with an eventual transition to elevated SCM signal
levels near the localized positive charge as the voltage is
further reduced. This is precisely the evolution in SCM con-
trast that is observed in the vicinity of the line defect imaged
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in Fig. 2, indicating the presence of positive charge in or near
the core of the defect. An analogous evolution of SCM signal
contrast with bias voltage has been employed in earlier stud-
ies to identify the presence of negative charge associated
with  threading dislocations in n-type GaN and
Al,Ga;_,N/GaN heterostructures grown in the c-plane
(0001) orientation.'*!7"1

In contrast to conventional thin film growth, the LEO
growth procedure results in much more inhomogeneous spa-
tial distributions of dislocations. Characterization by trans-
mission electron microscopy (TEM) reveals very low dislo-
cation densities, approximately 10° cm™2, near the surface of
the “wing” regions of the sample, while in the “window”
regions the dislocation density typically exceeds 10° cm™.

For a-plane LEO GaN films grown using [1101]-oriented
stripes, dislocations typically emerge from the window re-
gions and propagate at sharply inclined angles below the
surface,” resulting in a very low dislocation density within
the surface depletion layer—the region accessible for char-
acterization of electronic structure by SCM. For the dopant
concentrations present in the samples studied, the surface
depletion layer under equilibrium conditions is expected to
be 30—-40 nm in thickness. However, TEM has also shown
that stacking fault densities are comparable in wing and win-
dow regions.24

Figure 4 shows SEM and CL images of a sample grown
in an identical manner to that employed in the present study,
but with a 5 um stripe opening and a 40 um period to pro-
vide for increased lateral growth. These images reveal the
presence of linelike regions of nonradiative recombination

whose projection onto the surface is along the [1100]. TEM
analysis revealed that these features are the edges of basal
plane stacking faults which terminate on partial edge
dislocations.'®** The AFM image of Fig. 2(a) reveals the
presence of an array of linear topographic features aligned

along the [1100] direction with density comparable to that of
the linear features observed by CL in Fig. 4. With regard to
the SCM contrast shown in Fig. 2, it should be noted that
both CL and TEM have a significantly larger penetration
depth: several to tens of microns®’ and up to several hundred
nanometers depending on sample thickness, respectively. In
contrast, SCM is sensitive to features within the surface
depletion layer—approximately 30—40 nm thick in this case.
Thus, the apparent density of such features in an SCM image
is expected, and found, to be much lower than in CL or
TEM.

J. Appl. Phys. 103, 014305 (2008)

FIG. 4. (Color online) (a) Scanning
electron micrograph and (b) polychro-
matic cathodoluminescence image of
nonpolar LEO GaN sample revealing
defects that act at nonradiative recom-

bination centers aligned in the [1100]
direction. Courtesy of Ref. 24.

Given the one-dimensional nature of the feature we ob-
served, its orientation along the same direction as that of the
lines of nonradiative recombination observed by CL, and the
prevalence of defects expected to be present within the sur-
face depletion layer of the sample, we attribute the electronic
structure we observe in Fig. 2 to the presence of a partial
dislocation at the edge of a stacking fault. Comparing the CL
and SCM findings, we note that in all cases the observed
structure has the same line direction and similar dimension-
ality. Thus, it is likely that the defect observed SCM is a
partial dislocation at the edge of a basal plane stacking fault.

The observation of a positively charged feature is strik-
ing in that prior studies of the electronic structure of thread-
ing dislocations in GaN grown in the c-plane orientation
have revealed that those dislocations, typically propagating
along the [0001] direction, are either negatively charged or
electrically neutral, with the former behavior being associ-
ated with the presence of deep acceptor states within the
dislocation core.”®*’ The defect structure we observe in these
studies may therefore be of a type not previously character-
ized, but perhaps present in significant concentrations in
GaN grown by LEO in nonpolar orientations.

V. CONCLUSIONS

In summary, we have used scanning capacitance micros-
copy to characterize local nanoscale electronic structure in
free-standing, a-plane, n-type GaN grown by HVPE with
LEO employed to reduce defect density. A linear feature con-
taining positive charge is observed propagating from a win-

dow region into the adjacent wing region along the [1100]
direction. This feature is present within the surface depletion
layer in the sample, estimated to be approximately
30—40 nm in thickness, and appears to either terminate or
move below the surface depletion layer within a few microns
of the window edge. Cathodoluminescence data indicate that
substantial concentrations of linear defects acting as nonra-
diative recombination centers are present in samples grown
in this manner, and that these defects propagate along the
[1100] direction as well. Transmission electron microscopy
data show that the linear defects observable in cathodolumi-
nescence are the terminations of basal plane stacking faults.
On the basis of these observations and related studies of
a-plane GaN, we interpret the electronic feature observed by
SCM as being associated with a partial dislocation at the
edge of a stacking fault. The observation of a positively
charged linear defect in this material is significant in two
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respects. First, it represents the first characterization of elec-
tronic structure associated with line defects in nonpolar GaN.
Second, the observation of positive charge associated with
the defect is quite striking, as linear defects such as threading
dislocations in c-plane n-GaN are nearly universally ob-
served to be either electrically neutral or negatively charged.
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